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UES MAKINA TEKSTIL iNS GIDA SAN TIC LTD STI
AKINCILAR MAH SALCI SOK NO 19 GUNGOREN ISTANBUL
TEL: 02125571040
FAX: 02125571043
To the attention of Beycan Celik
The following sample(s) was (were) submitted and identified by/on behalf of the client as:
Sample No. Sample Description
A Leaf in gold
Client’s reference No. : TR 552185
Buyer : Not Provided
Order No. : Not Provided
Model/Style No. : Not Provided
Article No. :  THERMOWASH
Age Grade : Not Provided
Manufacturer : UES MAKINA
Country of Origin : Not Provided
Country of Destination : Not Provided
Shipment Date : Not Provided
Fiber Composition . Not Provided
Fabric Weight . Not Provided
End Use . Not Provided
Agency . Not Provided
Sample Receiving Date ;7 January 2014
Test Performing Period ;7 January 2014 ~8 January 2014
Submitted Care Label Instructions : Not Provided
Overall Conclusion :  See Results
Test Results . Please refer to the next page(s).
Performed Test Summary: Selected test(s) as requested by client against Client’'s performance standard.
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Test Parameters Result
Chemical tests Al
Free Formaldehyde(See Remark) *
Remarks . | M = Meets client’s requirement
F = Below client’s requirement
| = Inconclusive

* = No specified requirement

The sample was not submitted in a plastic bag for formaldehyde testing.
Notes: | Conclusions on meet/fail are based on the test result from the actual sampling of the received sample(s).
Residual sample can be returned to client if requested.

The test results relate to the tested items only.

Test reports without SGS seal and authorized signatures are invalid.

Reported results do not include uncertainties.

In this Test Report tests marked (1) are included in the IAS Accreditation Scope of this Laboratory. Opinions and interpretations expressed herein are outside the scope of
IAS Accreditation.

Issued in Istanbul
Signed for and on behalf of
SGS Supervise Gozetme Etid Kontrol Servisleri A.S.

Arzu Yiimaz Duygu Ozgiin
Customer Services Supervisor Customer Services Team Leader
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Component List / List of Materials for Chemical Test

Sample No. | Sample Description Material No. Component Material Colour Fiber Type*

A Leaf A1 Leaf Non-metal Gold N/A

*This fiber type identification is for the selection of azo dye testing procedure(i.e. EN 14362-1/3:2012)

Note:

Type A=Textile contains natural fibers only and/or regenerated fibers exclude the group of acetate.

Type B=Textile contains polyester fibers only

Type C=Textile contains man-made fibers and/or man-made blended fibers(except polyester fibers)

N/A:Not Applicable

Free Formaldehyde'

Test Method: With reference to BS EN ISO 14184-1:2011 — Textile — Determination of Formaldehyde Part 1:
Free and hydrolyzed formaldehyde (Water Extraction Method) - Analysis by UV/VIS
spectrophotometer
Calibration range: 0.15 mg/L - 6.00 mg/L

Al

Formaldehyde Content n.d.

Conclusion See results

Note(s):

n.d. = not detected
* = exceed the limit
<= lessthan
Detection Limit= 16 mg/kg
Requirement by the client= No requirement
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* * * End of Test Report * * *
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